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Abstract 

At present, customers are more conscious about the quality of clothing items. As a result, it becomes more challeng-
ing for the manufacturers to maintain the consistent dyeing quality. Unlevelness is generally unaccepted in com-
mercial dyeing, except some cases such as stone-washed, acid-washed or pigment-dyed textiles. The aim of the study 
was to evaluate the color levelness quality of fabric dyed with vegetable dyes. For this purpose, dyeing was carried 
out on silk fabric with the aqueous extracts of mango, guava and henna leaves. Then the levelness of colored fabric 
was evaluated by spectrophotometric measurements in terms of color difference, ∆E value. It was concluded that 
unmordanted dyed samples have better color levelness quality than the mordanted ones. The unmordanted samples 
dyed with mango and guava leaves extracts showed excellent levelness quality while the unmordanted ones dyed 
with henna leaves extracts showed good levelness quality. On the other hand, the mordanted dyed samples showed 
good leveling quality for the three vegetable dyes except ferrous sulphate mordanted sample dyed with henna leaves 
extract. Again, among the mardanted samples the levelness quality was comparatively better in case of alum mor-
danted dyed samples and the average ∆E value was increased gradually when moved from alum to tin and finally to 
ferrous sulphate.

Keywords: Color levelness, Vegetable dyes, ∆E value, Silk fabric, Uniformity of shade, Mordants

© 2015 Uddin. This article is distributed under the terms of the Creative Commons Attribution 4.0 International License (http://
creativecommons.org/licenses/by/4.0/), which permits unrestricted use, distribution, and reproduction in any medium, provided 
you give appropriate credit to the original author(s) and the source, provide a link to the Creative Commons license, and indicate 
if changes were made. The Creative Commons Public Domain Dedication waiver (http://creativecommons.org/publicdomain/
zero/1.0/) applies to the data made available in this article, unless otherwise stated.

Background
The vegetable dyes are generally used for the coloration 
of the products in textile and fashion industries (For 
yarns, fabrics and garments), food industry (For sweets, 
confectionery and bakery products), and cosmetics 
industry (For soap, cream, powder, lipstick etc.). There 
is a big potential for using the vegetable dyes in textile 
industry due to one and only reason i.e. eco-friendliness 
of the product [1, 2]. Whole plant (e.g. weld/marigold), 
barks (e.g. oak/maple), leaves (e.g. tea/henna), seeds (e.g. 
annatto), roots (e.g. madder/blood root), semen shell 
(e.g. Persian nut), flowers (e.g. dahlia/gul mohar), rhi-
zome (e.g. water lily), fruits (e.g. elder berries), fruit rinds 
(e.g. pomegranate) or, skin (e.g. onion) etc. can be the 
sources of vegetable dyes [3]. The use of vegetable materi-
als in textile coloration is a well-known way of utilizing 
renewable raw materials according to the technical and 

ecological requirements of the 21st Century [4]. For this 
purpose, traditional dye plants have also been cultivated 
in many countries. As an estimate 1 kg of plant material 
will be required to dye 1  kg of textile goods, this indi-
cates that the use of vegetable dyes including secondary 
products will be cost effective [5]. Many dyes can be eas-
ily available from garden waste. In many of the world’s 
developing countries, vegetable sources not only give 
final products with a great variety of shades but also the 
possibility of an income through sustainable harvest and 
sale of these plants [6]. Many of the vegetable dyes attract 
the most consumers with a special fragrance and many 
provide antibacterial and UV protective functions to fab-
rics [7, 8].

However, with the increased interest in vegetable dyes 
a greater importance was given on using mordant. Most 
of these dyes require some sort of mordant to set perma-
nently in the fibers. Metal ions of mordants which are 
widely used act as electron acceptors for electron donors 
to form coordination bonds with the dye molecules, mak-
ing them insoluble in water [9, 10]. This leads to improve 
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dye uptake and retention, which result in a greater depth 
of shade and color fastness properties [11]. Common 
mordants used are alum, ferrous sulphate, stannous chlo-
ride etc. [12].

Day by day the customers are going to be more con-
scious about the quality of clothing items. As a result, 
it becomes more challenging for the manufacturer to 
maintain the consistent dyeing quality. Unlevelness is 
generally unaccepted in commercial dyeing, except for 
stone-washed, acid-washed or pigment-dyed textiles, 
where an effect is sought to comply with a fashion trend. 
Color levelness is actually a description of the uniformity 
of shade in different places of the fabric. Traditionally it 
is judged by visual assessment, or by comparing similar 
samples, e.g. from the same fabric batch, to determine 
color differences. The human eyes can detect small dif-
ferences in color, but it is difficult to quantify color dif-
ferences accurately. Textile manufacturing industries are 
mainly concerned with the appearance of color uniform-
ity in terms of levelness parameters in dyed fabrics and/
or union shade in dyed fabrics of more than one fiber 
type [13]. Since mordants are also used in the processing 
of vegetable dyes, unlevelness could be a major problem 
in textile dyeing and dyeing with the vegetable sources 
should have proper control over color levelness.

Methods
Materials
The raw silk fabric (1/1 plain weave and 22  g/m2) pur-
chased from Sopura Silk Ltd., Dhaka was used in this 
study.

Methods
Pre‑treatment
The raw silk fabric was degummed in an aqueous soap 
solution (15  g/L soap) at pH 9, material to liquor ratio 
1:50, and temperature 80°C for 60  min. The degummed 
fabric was washed with 2  g/L detergent at 65°C for 
10 min. Then, the fabric was treated with 35% hydrogen 
peroxide (3 mL/L) solution, maintaining a material to liq-
uor ratio of 1:50 at pH 9 and temperature 60°C for 60 min 
followed by wash with 2 g/L detergent at 65°C for 10 min. 
Mordanting was carried out using 5% (On fabric weight) 
of ferrous sulphate (FeSO4), alum [KAl(SO4)2·12H2O], 
tin (SnCl2) mordants individually and using three dif-
ferent combinations of mordants such as ferrous sul-
phate–alum (2.5%  +  2.5%), ferrous sulphate–alum–tin 
(2% + 2% + 1%) and alum–tin (2.5% + 2.5%) at 60°C for 
60 min keeping material to liquor ratio 1:30.

Dyeing
Extraction of the coloring component from vegetable leaf 
sources—mango, guava and henna leaves was carried 

out in aqueous boiling process. It was done by extracting 
fixed quantity of powdered leaves with a material to liq-
uor ratio of 1:10 (Weight of leaves powder in g; amount 
of water in mL) at boil for 60 min. Dyeing was carried out 
in exhaust method with the dye extracts as per standard 
dyeing conditions recommended for silk fabric [14] at 
80°C for 60 min under pH 5, keeping material to liquor 
ratio 1:50 in a IR sample dyeing machine.

Color difference, ΔE
Each dyed sample is measured in a dual beam reflec-
tance spectrophotometer (Datacolor 650, USA) using 
D65 illuminant and 10° observer settings considering the 
reading-1 as standard and other nines as sample batches. 
Data for each batch are analyzed with respect to color 
difference, ∆E value. ∆E is a single value that takes into 
account the differences between the L*, a* and b* values 
of the sample and standard in the CIE L*a*b* color sys-
tem. The Eq. 1 was used to calculate the ∆E [15].

∆L* = L* sample − L* standard, ∆a* =  a* sample −  a* 
standard, ∆b* = b* sample − b* standard; where stand-
ard refers to the reading-1 in dyed fabric, sample refers to 
other readings in the corresponding dyed fabric.

The ∆E value is an important parameter in the dye-
ing process, which can indicate degree of levelness of 
dyed fabric. For the study, the degree of levelness was 
described according to ∆E values as shown in Table 1.

Results and discussion
Levelness of the dyed samples
The ∆E values of silk fabric dyed with henna, guava and 
mango leaves extracts using different mordants were 
shown in Table 2.

From Table  2, it was found that levelness was found 
highest when no mordant was used on the fabric as the 
average ∆E value was the lowest for all the three vegeta-
ble dyes in such cases.

In case of mango leaves dyed fabric, when no mordant 
was used, the minimum average ∆E value was found 0.14 
among all the results and in this case, maximum levelness 

(1)∆E =
√

[(∆L
∗)2 + (∆a∗)2 + (∆b

∗
)2]

Table 1 Suggested interpretation of ΔE values

ΔE value Visual appearance  
of levelness

Extent of unlevelness

≤0.20 Excellent levelness Unlevelness not detectable

0.21–0.50 Good levelness Unlevelness noticeable under 
close examination

0.51–1.0 Poor levelness Apparent unlevelness

>1.0 Bad levelness Conspicuous unlevelness
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was found which can be expressed as excellent levelness 
i.e., unlevelness was not detectable (See Table 1). In addi-
tion, when mordants were used, all the average ∆E values 
were found within 0.21–0.50 range and can be described 
as good leveling i.e., unlevelness was noticeable under 
close examination. Among the mordanted samples dyed 
with mango leaves extracts, the order of levelness found 
was: alum (0.25)  >  tin (0.26)  >  alum–tin (0.27)  >  fer-
rous sulphate–alum–tin (0.31)  >  ferrous sulphate–alum 
(0.34) > ferrous sulphate (0.40).

Again, in case of guava leaves dyed fabric, the mini-
mum average ∆E value was found 0.19 when no mordant 
was used and in this case, maximum levelness was found 
which can be expressed as excellent levelness. When 
mordants were used, all the average ∆E values of guava 
leaves dyed fabric were found within 0.21–0.50 range and 
can be described as good leveling. Among the mordanted 
samples dyed with guava leaves extracts, the order of 
levelness found was: alum and alum–tin (0.23)  >  tin 
(0.34)  >  ferrous sulphate–alum–tin (0.35)  >  ferrous sul-
phate–alum (0.36) > ferrous sulphate (0.47).

Moreover, in case of henna leaves dyed fabric, good 
levelness was found when no mordant was used, as the 
average ∆E value was found 0.21. But except the ferrous 

sulphate mordanted dyed sample, all the mordanted dyed 
samples showed the average ∆E value within 0.21–0.50 
range i.e., good levelness. For ferrous sulphate mordanted 
dyed sample the average ∆E value was found highest 
(0.53). It can be interpreted as sample of poor levelness 
quality i.e., showing some kind of apparent unlevelness. 
Thus among the mordanted samples dyed with henna 
leaves extracts, the order of levelness found was: alum 
(0.27) > tin (0.28) > alum–tin (0.31) > ferrous sulphate–
alum (0.33) > ferrous sulphate–alum–tin (0.38) > ferrous 
sulphate (0.53).

Thus, among the fabrics dyed with the three vegetable 
dyes, the noticeable trend found was unmordanted dyed 
sample showed better levelness than mordanted dyed 
samples and among the mardanted samples the levelness 
quality was comparatively better in case of alum mor-
danted dyed samples and the average ∆E value was found 
increased gradually when moved from alum to tin and 
finally to ferrous sulphate.

The phenomenon of levelness or unlevelness can be 
interpreted mainly by the homogeneity of the dye distri-
bution on the fabrics dyed with the vegetable dyes. The 
reason behind the better levelness of the unmordanted 
samples was due to homogeneity of the dye distribution 

Table 2 ΔE values of silk fabrics dyed with vegetable dyes

Dye sources Mordant type ΔE values of dyed samples Average 
ΔE

R-1 R-2 R-3 R-4 R-5 R-6 R-7 R-8 R-9 R-10

Batch readings

Mango leaves No mordant Standard 0.19 0.17 0.07 0.22 0.10 0.21 0.09 0.12 0.10 0.14

FeSO4 0.45 0.24 0.37 0.42 0.56 0.22 0.32 0.41 0.61 0.40

FeSO4–Alum 0.28 0.42 0.32 0.26 0.61 0.37 0.35 0.27 0.22 0.34

FeSO4–Alum–Tin 0.29 0.24 0.13 0.34 0.32 0.22 0.55 0.14 0.56 0.31

Alum 0.19 0.30 0.18 0.25 0.12 0.32 0.43 0.27 0.15 0.25

Alum–Tin 0.39 0.23 0.25 0.19 0.45 0.34 0.27 0.13 0.17 0.27

Tin 0.24 0.15 0.39 0.17 0.15 0.51 0.38 0.11 0.25 0.26

Guava leaves No mordant 0.12 0.27 0.15 0.13 0.03 0.42 0.21 0.14 0.24 0.19

FeSO4 0.49 0.54 0.36 0.68 0.56 0.55 0.29 0.30 0.46 0.47

FeSO4–Alum 0.54 0.37 0.56 0.24 0.38 0.34 0.26 0.34 0.18 0.36

FeSO4–Alum–Tin 0.21 0.20 0.18 0.45 0.24 0.43 0.49 0.51 0.43 0.35

Alum 0.08 0.24 0.14 0.21 0.13 0.33 0.05 0.38 0.51 0.23

Alum–Tin 0.48 0.29 0.07 0.23 0.24 0.30 0.09 0.17 0.28 0.23

Tin 0.31 0.64 0.34 0.17 0.18 0.23 0.54 0.43 0.22 0.34

Henna leaves No mordant 0.29 0.22 0.11 0.20 0.16 0.17 0.33 0.18 0.24 0.21

FeSO4 0.75 0.23 0.45 0.57 0.48 0.62 0.79 0.33 0.55 0.53

FeSO4–Alum 0.34 0.37 0.24 0.23 0.42 0.37 0.30 0.13 0.54 0.33

FeSO4–Alum–Tin 0.35 0.26 0.58 0.40 0.41 0.43 0.13 0.43 0.42 0.38

Alum 0.13 0.25 0.21 0.16 0.53 0.51 0.17 0.27 0.19 0.27

Alum–Tin 0.46 0.35 0.12 0.34 0.18 0.23 0.24 0.25 0.63 0.31

Tin 0.32 0.53 0.19 0.36 0.20 0.24 0.11 0.32 0.23 0.28
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on the fabric, while non-homogenous distribution of the 
dyes can result in the greater ∆E values. In addition, fer-
rous sulphate as a transition metal mordant forms a large 
number of complexes with the dye molecules, mostly 
octahedral ones with coordination number 6. As a result, 
ferrous sulphate salts can form a ternary complex on 
one site with the fiber and in the other site with the dye, 
which resulted in slightly higher color difference.

Conclusions
This study was carried out to evaluate the color levelness 
of silk fabric dyed with mango, guava and henna leaves 
extracts and the differences among ∆E values obtained 
from different areas of fabric were used for such evalua-
tion. It was concluded that unmordanted dyed samples 
have better color levelness quality than the mordanted 
ones. The unmordanted samples dyed with mango and 
guava leaves extracts showed excellent levelness qual-
ity while the unmordanted ones dyed with henna leaves 
extracts showed good levelness quality. On the other 
hand, in case of mordanted samples dyed with mango 
leaves extracts, the order of color levelness found was: 
alum > tin > alum–tin > ferrous sulphate–alum–tin > fer-
rous sulphate–alum > ferrous sulphate. Among the mor-
danted samples dyed with guava leaves extracts, the order 
found was: alum and alum–tin > tin > ferrous sulphate–
alum–tin  >  ferrous sulphate–alum  >  ferrous sulphate. 
Thus among the mordanted samples dyed with henna 
leaves extracts, the order found was: alum > tin > alum–
tin  >  ferrous sulphate–alum  >  ferrous sulphate–alum–
tin > ferrous sulphate. It was found that all the mordanted 
dyed samples showed good leveling quality for the three 
vegetable dyes except ferrous sulphate mordanted sam-
ple dyed with henna leaves extract. Except this one, it 
was concluded that good to excellent leveling quality was 
achieved on silk fabric dyed with three vegetable leaf dyes.
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